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Measurements from Various Ropes and Strings
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Comment

Polypropelene 3 0.360 33 0.651 0.760 Very stiff strands

Polypropelene 3x3 0.078 40 0.129 0.135 33 0.244 0.250

Polypropelene 3 0.128 30 0.239 0.236

Cotton String 3 0.074 30 0.138 0.140

Cotton String 3 0.033 27 0.063 0.063

Polyethylene 3 0.134 30 0.250 0.243

Material Strands
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Calculated Strand Diameter (inches)

Ø1.000

Ø2.155

Ø4.643

Helix Angle A

Approximate Diameter Ratio By Layer

D2 = D1 x 2.155 x Cos(A1)

D3 = D2 x 2.155 x Cos(A2)


